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1. Introduction

ABSTRACT

This study is devoted to the mechanical behavior of uranium dioxide (UO,) which is a por-
ous material with two populations of voids of very different size subjected to internal pres-
sure. The smallest voids are intragranular and spherical in shape whereas the largest pores
located at the grain boundary are ellipsoidal and randomly oriented. In this first part of the
study, attention is focused on the effective properties of these materials with fixed micro-
structure. In a first step, the poro-elastic properties of these doubly voided materials are
studied. Then two rigorous upper bounds are derived for the effective poro-plastic consti-
tutive relations of these materials. The first bound, obtained by generalizing the approach
of Gologanu et al. (Gologanu, M., Leblond, |., Devaux, ]., 1994. Approximate models for duc-
tile metals containing non-spherical voids-case of axisymmetric oblate ellipsoidal cavities.
ASME J. Eng. Mater. Technol. 116, 290-297) to compressible materials, is accurate at high
stress-triaxiality. The second one, which derives from the variational method of Ponte Cas-
tafieda (Ponte Castafieda, P., 1991. The effective mechanical properties of non-linear isotro-
pic composites. . Mech. Phys. Solids 39, 45-71), is accurate when the stress triaxiality is
low. A N-phase model, inspired by Bilger et al. (Bilger, N., Auslender, F., Bornert, M., Mas-
son, R, 2002. New bounds and estimates for porous media with rigid perfectly plastic
matrix. C.R. Mécanique 330, 127-132), is proposed which matches the best of the two
bounds at low and high triaxiality. The effect of internal pressures is discussed. In partic-
ular it is shown that when the two internal pressures coincide, the effective flow surface
of the saturated biporous material is obtained from that of the drained material by a shift
along the hydrostatic axis. However, when the two pressures are different, the modifica-
tions brought to the effective flow surface in the drained case involve not only a shift along
the hydrostatic axis but also a change in shape and size of the surface.

© 2008 Elsevier Ltd. All rights reserved.

This study is devoted to the mechanical behavior of uranium dioxide (UO,) to assess the safety of nuclear fuel rods under
accident conditions. UO,, is a polycrystalline material with grain size of about 10 um, depending on the compaction process
at fabrication and on the burn-up (irradiation level) (Olander, 1976; Dherbey et al., 2002; Kashibe and Une, 1991). When
highly irradiated, its microstructure shows two populations of cavities of rather different sizes and shapes (Fig. 1). At the
smallest scale (microscopic scale), a first population of cavities, almost spherical in shape with a typical diameter of a few
nanometers can be found in the interior of the grains (they are referred to as intragranular voids). At a larger scale (meso-
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Fig. 1. (left) Micrography of irradiated UO, (33 GW j/T) after heat treatment at 2000 K during 3 h (Dubourg et al., 2005). (right) Swelling of UO, during an
accident. Development of thermal strains and internal pressures inside the cavities.

scopic scale), a second population of cavities, roughly oblate spheroids with typical size of a few microns, can be observed at
the grain boundaries (more information about the formation and growth of intragranular and intergranular fission gas bub-
bles in UO; can be found in Kashibe et al. (1993), Lésonen (2000), and Kashibe and Une, 1991). These voids are referred to as
intergranular voids. Both types of cavities contain fission gases, with possibly different pressures in the intergranular and in
the intragranular populations. Under postulated accident condition, the temperature in the material increases suddenly,
resulting in a thermal dilatation of the material and in a sudden raise of the pressure of the gases contained in the cavities.
At such high temperatures the polycrystalline ceramic is ductile and the two populations of cavities start growing until they
eventually coalesce to form a macro-crack through which the fission gases find their way to the outer envelope (as schemat-
ically depicted in Fig. 1 right). The question addressed in the present study is the prediction of the critical overall thermal
dilatation and critical internal pressures in the voids which can be sustained by the material before the formation of a
macro-crack.

This problem bears a strong ressemblence with ductile rupture in metals and our study has several common points with
earlier work in this domain. In particular, relations describing void growth by diffuse plasticity are obtained as an outcome of
a constitutive model for elastoplastic materials containing two populations of voids, whereas coalescence is seen as the tran-
sition from a diffuse mode of plastic deformation into a localized mode. Therefore, the program of our study follows closely
that of more classical studies in ductile fracture. In the first part of the study (this paper), the effective behavior of voided
materials with two populations of pores of different size subjected to internal pressure is derived, the geometry and size
of the pores being fixed. In the terminology of Ponte Castafieda and Zaidman (1996) and Zaidman and Ponte Castafieda
(1996), we are interested here in instantaneous constitutive relations. In a second step (companion paper), we will be inter-
ested in the evolution of the microstructure described by differential equations for the geometrical parameters describing
the shape and distribution of the voids in terms of the applied loading consisting of overall stresses and internal pressures.

There exists a huge body of literature devoted to the effective behavior of ductile voided materials originating from the
seminal work of Gurson (1977) (see for instance Tvergaard, 1990; Pardoen and Hutchinson, 2000; Benzerga, 2002, and ref-
erences therein for a review). However, several features of the present problem remain either untouched or only partially
covered in the existing literature:

(1) First, two populations of voids of different size co-exist in our material. The presence of a second population of voids, has
been experimentally observed by Marini et al. (1985) to influence the growth of larger voids in metals. From the
standpoint of modelling, Perrin and Leblond (1990) gave an analytical solution for the response of a spherical void sur-
rounded by a Gurson material under hydrostatic tension. Tvergaard (1998) assessed numerically the effect of a second
population of void on the coalescence of a primary population, whereas Fabrégue and Pardoen (2008) extended the
constitutive model of Pardoen and Hutchinson (2000) to voided materials with two populations of voids.

(2) Second, both populations of voids are subjected to internal pressures which can be different in the secondary and in the
primary population. Consideration of internal pressure in plastically deforming voided materials is rather seldom in
the literature with the noticeable exception of Dormieux et al. (2002). These authors make use of a micromechanical
modelling which differs from the Gurson’s line of thought and is based on the so-called modified secant method which
is another name for the earlier variational procedure of Ponte Castafieda (1991).

(3) Third, the larger voids are spheroidal, oblate and randomly oriented, rather than spherical in shape. The Gurson’s model,
initially developed for spherical voids, has been extended to aligned spheroidal cavities, either prolate or oblate, by
Gologanu et al. (1993) and Gologanu et al. (1994) who proposed improved velocity fields for ellipsoidal cavities gen-
eralizing the fields used by Gurson in his initial variational analysis. These improved velocity fields are used in the
constitutive models of Pardoen and Hutchinson (2000) and Benzerga (2002) in the regime of void growth by general-
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ized plasticity (generalized is to be understood here by contrast with localized plasticity). However, the matrix incom-
pressibility plays a crucial role in these earlier analysis, since these velocity fields are divergence-free by construction.
The presence of secondary voids requires the introduction of a compressible velocity field around the larger ellipsoidal
voids and the present study shows how to combine these earlier incompressible fields with a dilatational field. Finally,
the random orientation of the voids is also accounted for by means of averaging over orientation.

The present paper is organized as follows. Notations and more specific data about the material and its microstructure are
given in Section 2. Then estimates for the poro-elastic properties of doubly voided materials are given in terms of the primary
and secondary void volume-fractions in Section 3. The influence of the internal pressure in each population of voids is
reflected in the overall stress through two Biot’s tensors (one for each population of voids). The poro-plastic properties of
doubly voided materials are investigated in Section 4 and 5. Upper bounds for the effective poro-plastic properties of doubly
voided materials are derived in Section 4 using two classical approaches of the problem of voided materials, the Gurson-like
approach and the variational procedure. The velocity fields proposed by Gologanu et al. (1994) are slightly modified to
account for the matrix compressibility. To fill the gap between the two approaches, a N-phase model is proposed in Section
5.1t is presented first in the case of two populations of spherical voids and extended to randomly oriented spheroidal voids.
The accuracy of this N-phase model is assessed by comparison with FEM simulations.

Again, all microstructural information is assumed to be fixed in this first paper. The evolution of the microstructural
parameters describing the arrangement of the voids (volume fraction, distribution and aspect ratio) will be discussed in
the second part of the study.

2. Material and microstructural data
2.1. Matrix constitutive relations

The mechanical properties of non-irradiated UO, have been studied by Martin (1989) (linear elastic properties) and Ca-
non et al. (1971) (non-linear range up to failure). Martin (1989) gives the Young modulus and the Poisson ratio of non-irra-
diated UO, as a function of the initial porosity and temperature. Regarding the full stress—strain curve of UO,, experimental
results reported in Canon et al. (1971) show that UO, exhibits a quasi-brittle behavior at low temperature (below 1000 °C),
associated with a quasi-linear stress-strain curve up to failure. In this range of temperature, the maximal elongation (shown
in Fig. 2, right) is small. The material ductility increases significantly above 1500 °C, where the maximal elongation reaches
several percents (see again Fig. 2, right). The stress-strain curve above 1500 °C reported in Canon et al. (1971) (not shown
here) is typical of ideal plasticity with a flat stress—strain curve after yielding which can be idealized as a plateau. Further
experiments by Guerin (1975) (in compression) have shown that above 1100 °C the ultimate stress in non-irradiated UO,
is only 5-10% larger than its initial yield stress, confirming the fact that in this range of temperature the material exhibits
almost no hardening. In accident conditions, the temperature raises above 1500 °C and UO, can be considered as a ductile
material with negligible hardening. It is idealized in this study as an ideally plastic von Mises material.

Although ceramics at high temperature exhibit rate-sensitivity effects in creep, viscoplasticity has been neglected in the
present study for several reasons. It is indeed a common practice in the community of nuclear materials to consider that UO,
has the same ultimate stress under accident conditions and under creep conditions at low strain-rate, meaning that rate-sen-
sitivity effects are not significant. To give more substance to this approximation, we emphasize that the major problem ad-
dressed in the first part of the paper is the assessment of the maximal internal pressure in the voids which can be sustained
by UO, before loosing its carrying capacity. It is therefore a limit load problem for which it is well known that the details of
the material behavior prior to the ultimate stress do not matter. However, in the second part of the paper we develop a con-
stitutive model and the question of rate-sensitivity arises again. As is well known, viscous deformation at high temperature
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Fig. 2. Ultimate tensile stress (UTS) and maximal elongation (ME) versus temperature for non-irradiated UO, with 3% of initial porosity and 8 pm grain size
(after Canon et al., 1971).
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has two possible origins, vacancy diffusion and dislocation motion. Vacancy diffusion, which is the dominant mechanism in
steady-state creep at high temperature corresponds to a rate-sensitivity exponent n = 1 (where the uniaxial viscous strain-
rate &P varies as o™). This mechanism is ruled out here by the very small time scale in accident conditions (about 30 pis). The
only active mechanism is dislocation motion for which the rate-sensitivity exponent n is found in the literature to range be-
tween 4.5 and 17 (Guerin, 1975). A commonly accepted value is n = 8 (Monerie and Gatt, 2006) which, compared to n = 1 for
diffusion, allows us to consider that viscosity effects are small. This observation has been summarized in Sauter and Leclercq
(2003) by saying that “the behavior of uranium dioxide tends to be more plastic than viscous”.

Let us finally add that most of the methods used in the present study can be extended to cover non-linear viscous behav-
iors of power-type just as Leblond et al. (1994) extended the analysis of Gurson to viscoplastic power-law materials. The
local dissipation potentials as well as the final expressions of the effective potentials would be significantly different but
the methods would be similar. Therefore, neglecting rate-sensitivity effects is admittedly an approximation, which, however,
can be overcome using the methods put forward in this paper.

2.2. Scales and microstructure

The present problem with primary and secondary voids involves three different scales. The smallest (or microscopic) scale
corresponds to the intragranular level (Fig. 1). The intermediate (or mesoscopic) scale corresponds to the scale of a single
grain or of a couple of grains (Fig. 1). At this intermediate scale, the intragranular voids are small and their number is large.
The intergranular voids are typically of mesoscopic size. The largest (or macroscopic) scale corresponds to a large represen-
tative volume element containing a sufficiently large number of grains and of intergranular voids and an even larger number
of secondary voids. The difference in size of the two populations of voids (nanometers versus microns) is sufficient to con-
sider the two scales as well-separated. Therefore, the up-scaling (or homogenization) procedure can be performed in two
successive steps (see Fig. 3), first from the microscopic to the mesoscopic scale, smearing out all the small spherical voids,
and second from the mesoscopic to the macroscopic scale, smearing out the details of the grain boundaries and the inter-
granular ellipsoidal voids. For conciseness the sound matrix at the microscopic scale will be denoted generically as My. This
matrix contains spherical intragranular cavities with local porosity f,. The first transition, from the microscopic to the mes-
oscopic scale, yields an effective medium corresponding to “M + spherical voids” and denoted by M;. The second transition
from the mesoscopic scale to the macroscopic scale yields the effective properties of a heterogeneous material made of M,
weakened by randomly oriented oblate (flat) spheroidal cavities with porosity f. (intergranular cavities). The effective med-
ium corresponding to “M; + oblate voids” is denoted by M. In most of this study, the intergranular cavities are assumed to
be randomly located in space and randomly oriented. As can be seen in Fig. 1, their actual orientation is in fact not com-
pletely decorrelated from their spatial position, since they follow the grain boundaries. A more specific geometrical model,
where each single grain is surrounded by a shell of softer material containing ellipsoidal voids, is investigated in the second
part of this study.

Let V be a representative volume element at the larger scale; w, is the domain occupied by the intergranular cavities and
wy is the domain occupied by the intragranular cavities. With these notations, the porosities f}, f. and the total porosity f can
be expressed as
_ e |+ ]|

b=y o=y F= o = ket R fo) M

2.3. Loading conditions

A sudden raise in pressure in the material results in three different components of the loading. First, the material is sub-
jected to a thermal strain E, which is usually an isotropic dilatation but which can be kept general. Then, the intragranular
and intergranular voids are subjected to an internal pressure p, and p,, respectively, due to fission gases accumulated in

Intragranular voids ® Intergranular voids ®

porosity fb b porosity fe
y oo O Oo I = N\
o 0,9 © J P
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Fig. 3. Up-scaling (or homogenization) procedure.
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Fig. 4. Assemblage of self-similar randomly oriented hollow ellipsoids. Unit pattern (left). Rotated and dilated hollow ellipsoid (center). Representative
volume element (right).

these cavities. p, and p, depend on several parameters (such as the volume of the voids) and can be different. To fix the ter-
minology, when there is no internal pressure in the pores (p, = p, = 0) the material is said to be drained. In all the other cases
(py or p, different from 0), the material is said to be saturated.

2.4. Average stress and strain in voided materials

In the presence of voids, the definition of overall mechanical quantities usually defined as averages of microscopic ones,
must be explicited. Since the homogenization procedure is performed in two steps, it is sufficient to consider here a single
change of scales. Let V denote a representative volume element and « denote the domain occupied by the voids (which could
be w, or w, depending on the scale under consideration). The voids are subjected to a uniform internal pressure p. It is clas-
sical in all homogenization procedures to define the overall stress and strain as the volume averages of the corresponding
local stress and strain fields over a representative volume element V:

E:(a):fw(/viwadwr/wadx) E:<s>:%(/\,,wsdx+/w8dx)' (2)

However, the local stress and strain (or strain-rate) fields ¢ and & are well defined only in the matrix V — . The actual stress
field, which is in equilibrium in the matrix and is in equilibrium with the pressure on the voids boundary can be continued
inside w by —pi, where i stands for the second-order identity tensor. The corresponding overall stress reads as

r={(s)= —pfi+l sdx, (3)
‘V| V-
where f =| w | /| V |. Similarly, the displacement field u, which is well-defined in V — m, can be continued (in a non-unique
manner) in a continuous displacement field inside w. By doing so, the strain field in the matrix is continued in the voids by a
compatible strain field. It remains to check that the average strain given by the second relation in Eq. (2) does not depend on
the continuation chosen for u. This is readily seen by integrating by part the integral over w to get:

E:<a>:ﬁ(/madx—/awu®snds), 4)

where n is the unit normal vector on the boundary of the voids pointing from the bulk material towards the interior of the
void and where the symmetric tensorial product of a®b of the two vectors a and b is defined as (a®5b),-j = I(aib; + a;b;). The
relation Eq. (4) shows that the average strain E depends only on quantities (strain and displacement) defined in the matrix
only, and does not depend on the choice of the continuation of u in w.

3. Effective poro-elastic properties

This section is devoted to the effective elastic properties of voided materials subjected to internal pressure. Although the
ultimate goal of this study is the modelling of a strongly non-linear problem, it is useful to begin with a linear problem for
two reasons. First, because effective elastic moduli are required anyway for a complete modelling of the full process includ-
ing both the elastic and the plastic response of the material. Second, because part of the non-linear theory which will be
developed in the sequel makes use of a linear comparison composite and of its effective properties.

3.1. Biot tensor and Biot modulus for N-phase porous materials

This section presents more or less standard results about effective poro-elastic properties of N-phase voided materials
(some of them can be found for two-phase materials in (Dormieux et al., 2002).

Consider a representative volume element V consisting of a matrix, itself subdivided into N — 1 subphases with stiffness
€%, occupying domains V;, i = 2, ..., N with volume fraction f® and saturated cavities occupying a domain V; = o with vol-
ume fraction f( = f and subjected to internal pressure p. Only one population of voids is considered at this stage but the
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procedure can be re-iterated if needed. Uniform strain conditions (among other possible boundary conditions, see Suquet,
1987 for a review) are applied on the boundary of V. The so-called local problem to be solved for the stress and displacement
fields ¢ and u reads as
e=C":¢ inV;, div(e)=0 inV-ow,
6-Nn=-p-n onow, u=E-x onoaV.

(5)

n the unit normal vector on the boundary of the voids pointing from the bulk material towards the interior of the void. Upon
continuation of the local stress field ¢ by —pi inside w, the extended field, still denoted by o, satisfies the equilibrium equa-
tions over the whole domain V. The constitutive equations of the phases

6 =—piinphase 1, ¢=C":ginphasei, 2<i<N,
can be rewritten as
6=C": g+ 1<i<N with €V =0, «V = —pi, 17 =0, 2<i<N. (6)

With the above notations, a N-phase voided material subjected to internal pressure can be considered as a N-phase thermo-
elastic composite with energy
aw(i) . 1 . .
_ (i) _ .cH . @i .
=——»3(), w'e==-¢:C":¢ ;8.
o= (e, Wie) =5 7

The general expression of the corresponding effective energy can be obtained by a general result about N-phase thermoelas-
tic composites (Willis, 1981), that we recall here with standard notations

Whom(E) _ %E . Chom :E+Th0m :E_'_%ghom’ (7)
where

N ) ) ) N-1 . X .

chom _ Zf(z)c(l) A = e Zf(l)(c(l) _ C(N)) :A(l), (8)
i=1 i=1
N ) T .

dom = §fiA0" g0, 9)
i=1
N

ghom =3 iz ; g, (10)
i=1

In the above relations, I is the fourth-order tensor representing the identity among symmetric second-order tensors, f( is the
volume fraction of phase i, A”) is the (fourth-order) strain-localization tensor which relates the average strain in the ith phase
to the macroscopic strain E in the absence of thermal stresses (/) =0, i = 1,...N) and a® is the average strain in phase i due
to the thermal stresses only (E = 0).

Upon use of the expressions (6) in these relations, one obtains (with the change of notations f(1) = f)

om = _pfi: AV ghom — _pfi. q. (11)
Therefore, the effective energy of the N-phase composite can be put in the form
1 1p?
hom _F.chom . g F — —
w (E,p)sz.C :E—pB:E M (12)

where the second-order tensor B (Biot tensor) and the scalar M (Biot modulus) are given by

, 1 f,
_foan 2 e
B=fi:A", i pl.a . (13)
The overall stress X being defined through (2) as the average stress (the stress field being extended by —pi in the voids), it can
be shown by standard arguments to derive from the effective energy (12)

awhom

_ chom
L =—p(E.p)=C"":E—Bp. (14)

3.2. Poro-elasticity of two-phase voided materials

The above expressions simplify further for two-phase composites (N = 2), phase 1 being the void phase, whereas the sec-
ond phase is the homogeneous matrix. The localization operators can be explicitly expressed in terms of the effective stiff-
ness C"™ of the composite
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A :f(l_l) (€ ¢y, (chom _ ).

a® :]% (€ — €)1 (o™ _(€)): (€) - €Dy s () - 1),
and in the particular case of voided materials they reduce to

A :%(1 —cticmy, g0 = —j’;cl (o™ (1)) 1,

where fis the void volume-fraction f(' and C is the matrix stiffness. The corresponding expressions of the Biot tensor B and
of the Biot modulus M for two-phase voided materials are

B=(I-C"".C":i=i.(I-C":c"), %:':C”:(B—fi). (15)

These relations (which can also be found in Dormieux et al., 2006) show that for two-phase materials the Biot modulus is
related to the Biot tensor. This is no longer the case in N-phase materials where we will have to resort to the general result
(13).
When both the microstructure and the matrix are isotropic, the Biot tensor is an isotropic second-order tensor which
reads as
khOlTl 1 b —f

B=bi, b=1- . and consequently M-k

where k and k™™ denote the bulk modulus of the matrix and of the effective medium, respectively.

(16)

3.3. First transition from the microscopic to the mesoscopic scale

The above general results can be applied successively to the two scale-transitions described in Section 2. Regarding the
first transition, the specific material under consideration consists, at the microscopic scale, of an isotropic linear elastic ma-
trix (with bulk and shear moduli denoted by k and , respectively) containing spherical voids (with porosity f,) randomly
distributed in the matrix. These voids are subjected to an internal pressure p,. The relation (14) writes at the mesoscopic
scale as

hom
ki

EZC?Om :Emeb, B1 :b1i7 b] = *T, (17)

hom

where k and k;™" are the bulk moduli of the matrix M, at the microscopic scale and of the effective medium M; at the mes-
oscopic scale, respectively. It should be emphasized that the stress X in the relation (17) is the stress at the mesoscopic scale.

The effective stiffness Cﬁ“"“ of voided materials containing an isotropic distribution of spherical voids is known to be rea-
sonably well-described by the Hashin-Shtrikman upper bound (Hashin and Shtrikman, 1963)

HS -~ HS _ Hs
KE (1 -f)du @S (1-£)(9k + 8w b, — _k;_<_ (18)

k" 3kf+4u o (9+6f)k+4Q2+3f,)u’

3.4. Second transition from the mesoscopic scale to the macroscopic scale

In the second scale transition, the domain V consists of a matrix whose constitutive relations are those of the mesoscopic
effective medium M, weakened by randomly oriented oblate ellipsoidal cavities (domain w,, porosity f., aspect ratio w). V is
subjected to uniform strain boundary conditions on its boundary 8V and the voids are subjected to an internal pressure p,.
The local stress and strain fields solve the local problem

6=C"".g_bpi inV-—aw, div(e) =0 inV,

(19)
6-NM=—p,-N 0N 0W,, u=E-x onoV.

Note that, in these relations, the local stress field ¢ is the stress field at the mesoscopic scale and therefore corresponds to X
in the relation (17). The change of variables

6" =06+ bipyi
leads to
o =C"".¢ inV-—aw, div(e*) =0 inV,

¢ -n=(bip,—p,)-n on dw,, u=E-x ondV.



P.-G. Vincent et al./ International Journal of Solids and Structures 46 (2009) 480-506 487

A second use of the generic result (14) yields the following expression of £* = (¢*),, (where the field ¢* has been extended by
a uniform pressure field in w,):

I =C™E - By(p, — bipy). (21)

The macroscopic stress X, defined as (), (where ¢ has been suitably extended by a uniform pressure field in ,) can con-
sequently be expressed as

L =G :E-By(p, — bip,) - bipyi. (22)

The effective stiffness C}°™ is estimated by a predictive scheme describing accurately the effective elastic properties of an
isotropic matrix containing a random distribution of ellipsoidal voids. For this purpose, the upper bound of Ponte Castafieda
and Willis (1995) will be adopted. The corresponding expressions of the bulk and shear moduli are given in Appendix A
(where k and p have to be replaced by k'{[s and p1). By virtue of the isotropy of the voided material at the macroscopic scale,
the Biot tensor B; is itself isotropic:

kPCW
B, = bzl7 b2 =1- ;T’ (23)
1
where kZPCW is the bulk modulus given by the upper bound of Ponte Castafieda and Willis (1995). Finally, the relation (22)

reduces to
L =GV E— [by(p, — bipy) + bipyli.

To conclude this section about the poro-elastic properties of porous materials with two populations of voids, we note that
the present model requires the determination of two elastic moduli k?s and ('S given by the relations (18), from which two
other elastic moduli kg’CW and (bW are given by the relations (A.3) and (A.6). The two Biot’s coefficients b; and b, are given by
the relations (18) and (23). Finally, in the elastic regime, the overall hydrostatic stress and the overall stress deviator can be

expressed as

Zm = 3K En — bap, + (by — 1)bipy, 4 = 2UEVES, (24)
where
2 = %Zih En = %Eiiv Edev =X- Zmiv Edev =E- Em'

For further use, it is also useful to introduce the equivalent stress and strain:

3 v 1/2 2 devra 1/2
Zeq = (i Zijev Zijev) , Eeq _ (§ Eijeinjev) )

4. Poro-plasticity: upper bounds
4.1. Effective dissipation potential and effective flow surface

In the present section, the material is, at the microscopic scale, an incompressible, rigid ideally plastic matrix (von Mises
criterion with yield stress o). Elastic deformations are neglected and the question addressed here is the determination of the
effective flow surface of porous materials containing two populations of voids. At this stage of the study, the microstructure
is fixed, in other words, the two void volume-fractions f, and f;, the void aspect ratio w and the distribution of the voids are
fixed.

Due to the difference in size of the two populations of voids, the homogenization process is performed into two successive
steps. The smaller spherical voids are homogenized first and the resulting homogenized medium, denoted by M;, corre-
sponds to a compressible rigid-plastic material. This problem has been extensively studied in the literature and we shall rely
on existing results for this first transition of scale (see Section 4.3) by adopting the Gurson-Tvergaard-Needleman model for
M;. Then a second transition of scales is performed, where the effective properties of a compressible rigid-plastic material M
containing randomly oriented ellipsoidal voids are estimated. Most of this section is devoted to this second scale transition.
Our derivation is a combination of the two main lines of thought for the derivation of the effective properties of plastic por-
ous materials from a micromechanical approach.

Both approaches are based on the minimization of the average plastic dissipation in a representative volume element un-
der an imposed macroscopic strain-rate and the corresponding variational principle reads as

0P .

2=k, eEp) = inf L [ oe)dxtp [ imas (25)
oF aer(E) V| Jv_w oo
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where usually in the literature p = 0 (but not here). £ and E denote, respectively, the stress and strain-rate at the largest
scale, # (E) denotes the set of velocity fields a satisfying @t = E.x on 0V, and ¢ is the dissipation potential of the matrix.
The scale is not specified, as the variational principle (25) applies to both changes of scale (from the microscopic scale to
the mesoscopic one, or from the mesoscopic scale to the macroscopic one). It should be noted that the dissipation potential
@, whose detailed expression depends on the problem at hand, is positively homogeneous of degree 1, i.e. satisfies

@(1&) = Ap(&) for all positive .

It can be readily checked that the overall potential ¢ exhibits the same homogeneity of degree 1 as the local potential ¢. As a
result, an effective plasticity domain P™™ (p) in which the macroscopic stress X is constrained to stay can be associated to the
effective dissipation potential @(.,p). The domain P"™(p) is defined by

P"™(p) = {X such that £ : E < ®(E,p) for all E}. (26)
The boundary of P"™(p) is the effective flow surface of the material and consists of all stresses deriving from the potential &:
when E~£0, X = g (E,p) belongs to the effective flow surface. (27)

4.2. On bounding techniques for the effective potential

Two different approaches are classically followed in drained materials to obtain bounds or estimates for the effective po-
tential of voided materials. The first approach finds its roots in the seminal paper of Gurson (1977) and consists in using the
non-linear variational principle (25) with suitably chosen velocity fields. This procedure leads to an upper bound for the
effective flow surface of the porous material under consideration, sharp bounds being obtained when the velocity fields used
in the analysis are close approximations to the actual velocity fields in the volume element. The velocity fields originally used
in Gurson’s study of a single hollow sphere, were split into two contributions, one corresponding to a change of volume of
the void without change in shape and the other part corresponding to a change in shape without change in volume. Gurson’s
velocity field has been generalized to more general geometries, but still sufficiently simple to be amenable to analytical cal-
culations, to take advantage of, for instance, the incompressibility condition. To the best of the authors’ knowledge the most
general geometry for which accurate analytical velocity fields have been constructed is a hollow spheroidal domain delim-
ited by two confocal spheroids (Gologanu et al., 1993; Gologanu et al., 1994).

The second line of thought follows the variational method of Ponte Castafieda (1991), which proceeds by transforming the
non-linear variational problem into a variational problem for a linear comparison composite (LCC) with a corrective term
accounting for the difference between the actual non-linear composite and the LCC. This variational method has been later
interpreted by Suquet (1995) as a modified secant method where the effective strain in each individual phase is not the aver-
age strain over this phase but is related to its second moment (note that similar models based on second moments may also
be found in Qiu and Weng (1992), Hu (1996) and Buryachenko (1996), with, however, no mention of the upper bound char-
acter of this modified secant method). The variational method can be easily extended to porous materials containing aligned,
or randomly oriented, ellipsoidal voids and in fact to any microstructure for which an accurate predictive scheme is available
for linear properties. This flexibility has allowed Ponte Castafieda and Zaidman (1996) to model microstructure evolution
(change in void shape, orientation and distribution) in non-linearly viscous porous materials.

The two methods have different merits and different ranges of application. In the Gurson model, the first contribution to the
velocity field is the exact velocity field in a hollow sphere under hydrostatic tension whereas the second contribution corre-
sponds to a uniform strain-rate and is therefore far from reality. Not surprisingly, the Gurson model is accurate under hydro-
static stress, in the sense that its prediction coincides with the exact limit load of a hollow sphere (or any hollow sphere
assemblage) under hydrostatic tension, —3a, log f where fis the porosity, which can be considered as sharp. However, its pre-
diction under purely deviatoric loading conditions, 6o (1 — f), is the Voigt upper bound and is therefore likely to be a rather poor
upper bound.

The situation for the variational method is opposite. The predictions, which have an upper bound character at all stress
triaxialities, are accurate under purely deviatoric loading conditions (at least more accurate than that of the Gurson model)
but are excessively high for hydrostatic loadings. In order to improve on these predictions for hydrostatic stress, Bilger et al.
(2002) have proposed to consider the matrix as composed of N different phases, each phase corresponding to a thin spherical
shell. In the LCC, each shell is assigned secant moduli which are different from those of the neighbouring shells. This proce-
dure improves significantly on the predictions of the variational method (where the matrix is treated as a single phase). It
recovers (when N is large enough) the exact result under hydrostatic loading (exact for a hollow sphere) and satisfies at all
stress triaxialities the upper bound given by the variational method. The subdivision of the matrix into N subdomains, which
accounts better for the strain heterogeneity in the matrix, will play an important role in our analysis.

4.3. First transition: von Mises matrix containing spherical voids
The problem considered in this first change of scale is that of a von Mises matrix containing a random distribution of

spherical cavities subjected to an internal pressure p,. In this first upscaling, the dissipation potential corresponds to the
von Mises criterion
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"M (&) = 0péeq When &, =0, @"M(&) = +oo otherwise.

4.3.1. Drained materials
In the case of drained materials where p, = 0 (stress-free voids), the effective (mesoscopic) potential can be bounded from
above by the potential

. v 482 &2
G‘”s:a/ —m_ Ay, 28
@~ (&) = g0 v y (28)

and the corresponding flow surface is given (see Garajeu and Suquet, 1997 or Leblond, 2002) by the Gurson-Tvergaard-Nee-
dleman criterion (Gurson, 1977; Koplik and Needleman, 1988; Tvergaard, 1990)

Zeq)’ 3%y 2

— 2qfycosh (= —] -1- =0 29

s (52) +2mficosh (327) < 1 (@i =0, 29)

where X is the mesoscopic stress. The coefficients q; and g5, equal to 1 in the original analysis of Gurson, have been intro-
duced by Needleman and Tvergaard to better reproduce unit-cell simulations. The parameter g, governs the critical porosity
at which the material looses its carrying capacity and a range of recommended values for g, has been determined by Koplik
and Needleman (1988) based on numerical simulations of the response of a cylindrical unit-cell containing an initially spher-

ical void. The parameter q; determines the maximal shear which can be sustained by the voided material. A good agreement
with finite element simulations and with existing bounds is obtained with

2.\ (1-q.fp)°

0 =125 ayf = (1+36) 700 30)
37 (-fy)?

Leblond et al. (1994) have introduced the pre-factor 1 + f, in the expression of g5 to satisfy the upper bound of Ponte Cas-

tafieda (1991) for a purely deviatoric loading ( Xeq < 00(1 — f3)/4/1 + %fb) Although the values (30) are recommended, most

of the present analysis remains valid with arbitrary q; and gs.

4.3.2. Saturated materials

When the voids are saturated and subjected to an internal pressure p, (identical in all voids), and when the matrix is incom-
pressible, the mesoscopic flow surface of the medium M; is obtained from the flow surface of the drained case by a shift along
the axis of hydrostatic stresses, X, being replaced by X, + p,:

e\ 3 3+
0 (—‘*) +2q,f, cosh (— —pb) 1 (@) =0, (31)
0o 2 0o

There are several possible proofs of (31). For instance, starting from the variational principle (25) with & = @, and p = p,,
one can note that the overall (mesoscopic) dilatation-rate reads as

. 1 . 1 . .
3E :—/ u-nds=— / 3¢ dx—/ u-nds|.
" ‘V| ov |V| ( V-wy " dwy, )

It follows from this relation and from the matrix incompressibility that the last integral in (25) can be replaced by —trE.
Finally, the overall (mesoscopic) stress in the drained case reads as

o .

OE \acx &) |V| V-
where ®(E, 0) is the effective potential in the drained case. In other words, when the matrix is incompressible at the micro-
scopic scale, the stress X in the saturated material is such that X + p,i satisfies the effective constitutive equations for the

drained material. In particular, in the case of a rigid-plastic matrix X + p,i satisfies the criterion (29). In addition, it follows
from (32) that the mesoscopic effective potential satisfies

D (E, py) = P(E,0) - 3p,En. (33)

Gl

z @(g())dx — 3prm> = (E.0) - pyi, (32)

4.4. Second scale transition: randomly oriented spheroidal voids in a Gurson matrix

In the second transition of scales, the domain V consists of a matrix, which obeys the constitutive law M; derived by the
first scale transition with a potential ¢(¢,p,) and a random distribution of oblate ellipsoidal cavities with random orienta-
tion. The mesoscopic potential ¢ is obtained by the first scale transition and, according to the relation (33) satisfies

@(&,py) = P(&,0) = 3pyém = @°*"(&) — 3Ppém. (34)
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The domain occupied by the voids is w, with total porosity f., the void aspect-ratio (ratio between the vertical and the hor-
izontal axis of the voids as shown in Fig. 17) is w and the internal pressure is p,. The variational principle (25) then reads

Ly

Z:—.E, 5
aE( Py, Pe)

with

: . 1 .
®(E,py,p.) = inf W( ; <p(8(u),pb)dX+pe/

ucx (E) Jowe

u- nds).
The effective potential @ can be expressed by means of (34) and of the relation

1 . . 1 r .
— 3éndx =3E, + — u-nds
‘V| V-we " " ‘V| Owe

das

» _ H i Gur Y _ .
¢<E,pb,pe>{mf. vil [ oo, p |

uc (E) dwe

- nds)} —3pyEm

or equivalently

¢(Eapb7pe) = ¢(Ea 0>pe _pb) - 3prm (35)

In other words:

When the two populations of voids are saturated, with pressure p, in the small voids and p, in the large voids, and when the
matrix is incompressible at the microscopic scale, it is sufficient to perform the second scale transition for a drained porous matrix
(pp, = 0), provided that the pressure in the larger voids is set equal to p* = p, — p,.

Regarding the local fields, the mesoscopic strain field in the actual saturated matrix is exactly that in the fictitious drained
matrix whereas the stress field is shifted uniformly by —p,i (as can be seen by inspecting the Euler-Lagrange equations asso-
ciated with the variational principles defining @(E, p,,p,) and ®(E,0,p, — p,)). The same shift applies to the overall macro-
scopic stress. Assuming that the second scale transition can be performed for a drained matrix and that the macroscopic
stress £* corresponding to an overall strain-rate E is known, then the macroscopic stress in the actual saturated material is

0D,
Z:2‘*_pbl7 )2 :ﬁ(Ea(lpe_pb)' (36)

It is readily seen that the effective dissipation potential ®(E, p,,p,) is a positively homogeneous function of degree 1 of the
strain-rate E, independently of the internal pressures p, or p,. Thanks to the general result leading to (26) there exists an
effective plasticity domain P"™ (p,, p,) depending on the two pressures p, and p,. The relation (36) implies that the plasticity
domain P™™(p,,p,) is obtained from the plasticity domain P"™(0,p, — p,) corresponding to a drained matrix at the micro-
scopic scale by a translation —p,i.

Another calculation, similar to that leading to (35), yields

(p(Evpbupe) = (p(Evpb _pevo) - 3peEm'

Therefore, it is sufficient to determine the potential ®(E, p, — p,,0) corresponding to a saturated matrix (at the microscopic
scale) weakened by drained ellipsoidal voids.

4.5. Second scale transition: an upper bound a la Gologanu

Thanks to the result (35), the small voids can be considered as stress-free in the rest of this section whereas the large
voids are subjected to an internal pressure p* = p, — p,,, without loss of generality. It is sufficient to consider from now on
the variational problem

®(E.0.p) = inf i( oo (&(i))dx + p°
V—we

u. nds) . 37
aer(E) |V| G7)

dwe
When p* = 0 and when the matrix is a von Mises matrix, Gologanu et al. (1994) have proposed an incompressible velocity
field for a special geometry of the elementary volume element in which the matrix occupies an ellipsoidal domain containing
at its center an ellipsoidal void, the inner and outer surfaces being confocal ellipsoids. This velocity field, denoted by @,
satisfies the boundary condition i = E - x on its outer boundary. Therefore, it can be extended to any volume V filled-in with
an arbitrary assemblage of such self-similar hollow ellipsoids identical to the reference ellipsoid up to an arbitrary rotation
and dilatation as shown in Fig. 4 (the filling-in process requires an infinite number of ellipsoids with smaller and smaller
size). This velocity field is constructed sequentially as follows. First the field i is set equal to E - x in the whole domain V.
Then a first ellipsoid is considered and the field is prescribed to be Gologanu et al. (1994)’s velocity field inside the ellipsoid
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and E - x outside. This field is continuous across the outer boundary of the ellipsoid. Then a second ellipsoid is considered and
the same construction is repeated sequentially until the field is defined in all ellipsoids in the assemblage. The limit field (in
the limit as all ellipsoids are taken into account) is continuous and satisfies &t = E - x on the outer boundary dV. However, the
extended velocity fields inherit the incompressibility constraint present, by construction, in the field of Gologanu et al.
(1994). Compressibility is introduced by adding to the incompressible velocity field @' another contribution corresponding
to a pure and uniform dilatation in the matrix

u=u+Ax, &=2:&"° +Ai

The scalar A is a parameter which captures the average dilatation rate in the matrix (it is unlikely that the dilatation rate is
uniform in the matrix, but it is expected that its average can be reasonably determined by using this type of trial field). The
scalar A is determined through the variational property (37). The mean strain-rate and the equivalent strain-rate of the fields
are related to those of Gologanu et al. (1994) by

»Gol

Em=A, &eq= Eeq

and the corresponding expressions can be incorporated in (37) with (28). The computations, which follow in part the work of
Gologanu et al. (1994) are a bit tedious and the reader is referred to Vincent et al. (2008) for more details. The result is that
the effective potential can be bounded from above by

1 2 L. .
@(E.0.p") < inf {oo [ [ HGAY EnEdidy - 3pEn + 301 - fpA |, (38)
Jaify
where
.. 4A2 ) .
H( Ay, En Eeq) = \/] (ﬂ)y—2+ffl—3’<3q,u>< AR IR, (39)

where the functions J, Q; are given in Appendix B. 1 is a geometric parameter attached to a continuous family of confocal
ellipsoids varying between the outer and the inner boundaries of the hollow spheroid of reference defined, respectively,
by 4= 4; and 4 = A, (see Fig. 17 in Appendix B). Again A represents the hydrostatic strain rate in the matrix and is deter-
mined by minimization of the plastic dissipation. Let us denote by A, the solution of this minimization problem. Using
the relation (36), the effective flow surface for the saturated material with two pressure p, and p, is defined by the paramet-
ric equations

Q(4)
5= —p,+ / — ddy(Em — As),
¢ fhfb 2 H A Asohyv Em7Eeq) Ao (40)
Zeq / PO Grayke,
Qify 4 H soleyE Eeq)

As will be shown below, this upper bound is sharp for a purely hydrostatic loading but is rather inaccurate for purely devi-
atoric stresses. In the next section, an improved upper bound for purely deviatoric loadings is derived.

Remark. In the drained case (p, = p, = 0), Vincent et al. (2008) have obtained an accurate analytical estimate of the yield

criterion with A = feilﬁfb E. (any choice of A delivers an upper bound).

4.6. Second scale transition: an upper bound based on the variational procedure of Ponte Castafieda

The second way to obtain bounds and estimates on the effective properties of porous media follows the variational ap-
proach of Ponte Castafieda (1991). Central to this technique is the notion of a LCC (see Ponte Castafieda and Suquet (1998))
which, here, exhibits the same geometry as the original non-linear material and whose properties are determined (opti-
mally) by a non-linear closure condition. The LCC is composed of a linear matrix phase with stiffness Cy and its effective en-
ergy is added and substracted to the effective dissipation potential

@(E,0,p") < Ciong(W3°m(E7p*) +(1—fe)7"0(Co)); (41)

where wgom(s, p*) is the overall energy in the LCC whose expression is similar to (12) (with the strain replaced by the strain-
rate)

wien(E,p) = inf i( / L) s Co - a(i)dx+ p’ u-nds)
aer® |V \Jv_w, 2 e

1 com g op 1)
_EE.CO E-pBE—5 (42)

and 775(Cp) is defined as

N
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, a1, .
770(Co) = sup (cpc (s)—is:CO:f:).

Two properties of the effective properties of the LCC are worth noting. First, the Euler equations associated with the varia-
tional problem defining wi°™ read as
¢ =Co:& IinV—w,, div(e*) =0 inV,

o (43)
6 -N=—-p'n on ow,, u=E-x onoV.

Second, the second-moment of the strain-rate field on the matrix M = V — w, in the LCC can be computed from wi°™ thanks
to a general result for linear composites (Kreher and Pompe, 1985; Ponte Castafieda and Suquet, 1998)

1. . 1 1, . 1 owhom .
20T o] ., 28O T TR e B “@

Note that, in the expression of wh°™ not only Ci°™ but also the Biot coefficients B and M depend on C, (this dependence is
implicit). To obtain a more explicit form of ¥"(Co) note that the Gurson potential, which is a function of &2, and égq can be
written in terms of the fourth-order tensor é:

é:1£®é, é;:%]::é, éﬁq:ﬂK::é Where]:%i®i, K=I1-],

2 3
and therefore
P (E) = ¢ (), (45)
where ¢’ is a convex function of é. Introducing the concave dual (¢")" of $** one obtains that

7°0(Co) = (¢°)" (Co)-
Then the optimality condition over Cy contained in (41) reads as

owpem o 07" B ()’
ﬁ(ﬂp )=-(1 *fe)m(co) =—-(1-f) o, (Co).

In other words, the optimal moduli for the LCC are given by

L A WL PR W S
€= (107 e ) = (58 ). (46)

To interpret the operator d¢®"" /€, note that upon differentiation of the relation (45), one can write the stress—strain relation

in the non-linear composite as
oQSur et

P & = % (e):é&
Therefore, 9¢°"" /oe is the fourth-order tensor of the secant moduli for a Gurson material. The final interpretation of the opti-
mal elastic moduli in the LCC is that they are given by the secant moduli in a Gurson material, computed at the second mo-
ments of the strain-rate field in the LCC, which depend themselves on the elastic moduli of the LCC through (44). The
consistency between (46) and (44) defines precisely the closure conditions for the the elastic moduli. In practice, the result-
ing non-linear problem is solved using a fixed-point algorithm

E being prescribed :
Initialization : (é)y =1E®E.
Iterate k : Do until convergence :
Gur hom
=g ("), @k =1 1p “rr B )
Enddo
Output . T =C™:E-Bp.

Convergence is reached when the difference between two iterates is small ||(é)¥, — (@)% || < 5[|()X,|| with 6 = 1072,

Once the secant modulus Cy of the matrix in the LCC is determined (after convergence of the above algorithm), the effec-
tive stiffness cg°m of the LCC is estimated by means of the linear upper bound of Ponte Castafieda and Willis (1995). The
resulting prediction is a rigorous upper bound for the effective non-linear behavior of the material Ponte Castafieda and Su-
quet (1998).

Owing to the matrix isotropy and to the random orientation of the ellipsoidal voids, the LCC is isotropic and this has two
consequences. First its Biot tensor B and its Biot modulus 1/M read as
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Second, the only second-moments which matter for the determination of the LCC are the two invariants
2 . 4 .
S @il = (B 3@ K = ()
The relation (44) reduces to
<82> _ 1 akgom 2 + 1 aluhomE zp* E % _ (p*)Z 6M71
mM T _f, kg M 31 —f.) 0ky @ 3(1 —fe) ™ ok 9(1 —f,) dko ’ (48)
hom hom *\2 -1
(@2, = 3 ok, B 1 oud 2 2p* ob (pr)° oM

I o T A T B ey AL TR T A

Similarly, owing to the matrix isotropy, the fourth-order tensor C, of secant moduli is characterized by a bulk and a shear
modulus

ko=% 00 ( Arcsmh< <<§£2">> qs +Arcsmh<q12fb <<82>> q3)>,

1 4(e2),, (€2 “9)
I 2 eq m/M eq/M
ho=3 ( 8 M ahr o )

The fixed-point algorithm (47) takes a simpler form where the unknown fourth-order tensor (e),, is replaced by the two sca-
lars (£2),, and <é§q) v and the two tensorial relations in (47) are replaced by the two sets of scalar Eqs. (49) and (48)

Finally, the overall stress X in the drained material is given by (47) and the actual stress in the saturated material
¥ =¥ —pyireads as

2 Edev KEW

L=2nitz 3 g 2Zm= 3kpcw + (De — Dp) ;J(—O —Der 2eq= 3MOCWE (50)

eq

The moduli kgcw and p5W are given in Appendix A. The derivatives of these moduli with respect to the elastic moduli of the
matrix can be obtained explicitly using a symbolic computation software but are too complicated to be given in this
document.

We emphasize the fact that, once convergence is reached, the expression (42) is a rigorous upper bound for the potential
(37).

4.7. Comparison between the two upper bounds. Orientation of the next section

The two upper bounds (40) and (50) are compared in Fig. 5 for a drained porous material (p, = p, = 0) containing two
populations of spherical voids (f, = 0.1, f, = 0.01). They are also compared with the exact result of Perrin (1992) (which
is recalled in Appendix D and extended to saturated pores). As already observed by different authors (in particular Leblond
et al., 1994; Bilger et al., 2002) the bound given by the variational method is too large for hydrostatic loadings whereas the
bound given by a suitably chosen velocity field (in the spirit of Gurson’s analysis) is sharp in this case. The situation is oppo-
site for purely deviatoric loadings where the upper bound derived from the variational method is more accurate than the

1.0
£,=0.1
£,=0.01 |
q1=qs=1
é: ph=pc=0 ]
~
g X
04l .
A —— Upper bound (50) %
......... Upper bound (40) “\
02 _____ N-phase, N=11 \
* Exact result i
0.0 ' ' T
0.0 0.5 1.0 L5 20
Em / o 0

Fig. 5. Spherical voids in a Gurson matrix. f, = 0.1, f, = 0.01, g; = q; = 1. Drained case (p,

= p, = 0). Comparison between different predictions: upper
bound (40) (dotted line), upper bound (50) (solid line), N-phase model (

N = 11, dashed line), exact result (D.7) for hydrostatic loading (diamond).
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bound given by the Gurson-like approach. This is not surprising since the Gurson-like bound coincides with the crude Voigt
bound for purely deviatoric loadings. To improve on both bounds, a N-phase model is presented in the next section in the
spirit of the N-phase model of Bilger et al. (2002).

5. Poro-plasticity: a N-phase model
5.1. Voided materials with two populations of spherical voids

5.1.1. Coated spheres

When both the intragranular and intergranular voids are spherical in shape, an improvement on the prediction of the pre-
ceding section can be brought by considering the LCC as a N-phase composite, rather than as a two-phase medium. This
is in line with the work of Bilger et al. (2002). Consider a hollow sphere (or an assemblage of hollow spheres) where the ma-
trix is subdivided into N — 1 concentric spherical shells €;, 2 <i < N surrounding the central cavity (phase 1). Each subdo-
main Q; with volume fraction f; is occupied by an elastic material with different moduli kg’) and ,ug) (see Fig. 6 left).

The non-linear problem which is to be solved to determine the optimal LCC consists in solving a set of 4N non-linear
equations in each phase using a fixed-point algorithm similar to (47). The four equations in each phase are very similar
to Eqgs. (48) and (49). In the interest of space these equations are not explicitly given here but they consist in replacing
the elastic moduli of the matrix ko and g, by k! and w1 in each layer (i = .,N) and the second moments (¢%),, and
(€3)m by (&7,); and (&Z,); where (-); denotes the volume averaging over ;. The secant moduli I<0 and ,uf]’ are deduced from
the second moments (&2,); and (&2,); by the relation (49), whereas the second moments in phase i of the strain-rate field (&7,);
and (&2 )i are obtained by derlvatlon of the overall effective energy with respect to the elastic moduli of phase i. The non-
linear equations to be solved read as

2

kKD = 900 1 ( Arcsmh( <<§;2">> qs ) + Arcsinh <q2f <<:§(11>>', %))»
(W 4, )
1fb (51)

hom hom * 2
(i) = 1 ok, 2 1 oud Eeq 2p* E ob () 7
fi ok 3fi ok 3fi okl 9fi a/<g>
<é2 > — 3 akgom 2 1 auoom EZ 2p ma_h _ (p*)z aM71 )
L ol M o T Mopd  3f i)

hom

The overall poro-elastic moduli k,"™, ub°™, b and M can be estimated by the N-phase self-consistent scheme of Hervé and
Zaoui (1993) recalled and extended to poro-elastic constituents in Appendix C. The effective moduli are denoted by kg’z and
12, b and M. With these, the coupled non-linear Eq. (51) are solved using a fixed-point algorithm which is a straightforward
generalization of Eq. (47) to a N-phase composite.

5.1.2. Influence of the number N of subdomains

The predictions of the model depend on the number N of phases. The results for N = 2 (almost) coincide with the vari-
ational upper bound of Section 4.6 (the only difference being that here the self-consistent scheme is used instead of the
PCW upper bound) and are therefore inaccurate under hydrostatic loadings (see Fig. 6). At the other end, N = co reproduces
exactly the analytical limit load of a single hollow sphere under hydrostatic loading.

1.0 T T "
Q.. f.=0.1
08l f,=0.01 ]
q:=95=1
S 06| Py=pe=0 |
Q ~
g
Ly 04}
\ N
02l A\lN—2
* Exact result ,'1.\ ‘\
0.0 : :
0.0 0.5 1.0 1.5 2.0
Zm / 0y

Fig. 6. (left) Multi-layered inclusion in an infinite matrix. (right) Influence of the number of subdomains on the accuracy of the N-phase model. f, = 0.1,
f» =0.01, g3 = q; = 1. Drained case (p, = p, = 0). Diamond: exact result (D.7).
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To assess the effect of the number N of layers, all layers are assigned the same thickness and N is varied. As can be seen in
Fig. 6, the predictions for N =6, 11, 21 fall almost on top of each other and are in very good agreement with the analytical
solution (Perrin, 1992) for a Gurson matrix containing a stress-free central void and subjected to hydrostatic tension. In view
of these results, it can be considered that N = 6 achieves a good compromise between accuracy and computational cost
when the computational cost is a concern. In other cases, any N larger than 6 yields accurate results. Similarly, when the
voids are saturated, the predictions of the N-phase model can be compared to the two analytical results (D.7) for hydrostatic
loading. The agreement is again excellent as can be seen in Fig. 7 even when the number of layers is moderate (N = 6 in the

results shown).

5.1.3. Comparison with the upper bounds and with finite element simulations
Fig. 5 shows that the predictions of the N-phase model respect the two upper bounds (40) and (50) coinciding with the

best bound at zero or infinite stress-triaxiality ratio. Therefore the N-phase model is a good compromise at arbitrary stress-
triaxiality ratio.

The predictions of the N-phase estimate for the effective yield surface of a bi-porous material are compared in Fig. 9 with
full-field numerical simulations performed with the finite element method. Attention is limited here to axisymmetric defor-
mations, one quarter of a hollow sphere is meshed and boundary conditions corresponding to uniform deformations are im-
posed on the outer boundary of the hollow sphere. The matrix is a Gurson material (with q; = g; = 1) and simulations have
been carried out with two different values of the porosity f, = 0.01 and f, = 0.1. Two different values of the porosity f, have
been considered: f, = 0.01 and f, = 0.1. The meshes used in the simulations are shown in Fig. 8 (quadratic elements).

Different radial paths in the space of macroscopic stress are followed using a stress-driven method similar to that de-
scribed in Michel et al. (1999). Briefly, the outer boundary of the hollow sphere is subjected to an imposed displacement
corresponding to a uniform strain-rate @ = E.x on Q2 where the overall strain-rate E is unknown and is determined itera-
tively by requesting the overall stress to be aligned with the imposed stress direction.

Fig. 9 shows a good agreement between the estimate (with N = 21) and the numerical simulations. The shapes of the
yield surfaces are similar and the predictions under purely hydrostatic and purely deviatoric stress are almost on top of each

other.
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Fig. 7. Effective flow surface of porous materials containing two populations of spherical voids. Influence of the internal pressures on the effective yield
surface. N-phase estimate (N =6), f, =0.02, f, =0.01, g; = q; = 1. Diamond: exact result (D.7). Drained case (p, =p. =0) and saturated cases:

Py = (2/5)00, p. = (1/5)00, and pj, = 09, p, = (2/5)0%.

Fig. 8. Finite element meshes used in the unit-cell calculations: (a) f. = 0.01, (b) f. = 0.1.
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Fig. 9. Spherical voids in a Gurson matrix. Finite elements simulations (black squares) and N-phase estimate (N = 21, solid line), g; = q; = 1. Drained case
(P = pe = 0).

5.2. Gurson matrix weakened by randomly oriented ellipsoidal voids

5.2.1. A N-phase model

When the intergranular voids are oblate ellipsoids characterized by their volume fraction f, and their aspect ratio w (see
Appendix B), and when the microstructure is an assemblage of such self-similar ellipsoids with random orientation, the most
natural generalization of the N-phase model would be to consider a subdivision of the matrix in a single hollow ellipsoid into
N — 1 ellipsoidal shells, as schematized in Fig. 10 left. Unfortunately, the exact solution to the elasticity problem for the N-
phase LCC with embedded ellipsoids is not known to the best of the authors’ knowledge and we must resort to an approx-
imate resolution. The approximation that will be retained in the rest of this study is based on the following idea of “equiv-
alent spherical porosities”. Suppose that the LCC with ellipsoidal voids (porosity f., aspect ratio w, Fig. 10 left) can be replaced
by an “equivalent” LCC with spherical voids (porosity f;, Fig. 10 right). The N-phase model can be applied to the equivalent
LCC instead of the real one. The two composites (the one with ellipsoidal voids and the one with spherical voids) will be
considered as equivalent if all the poro-elastic effective moduli coincide in the two composites.

To define more precisely this equivalence, let us go back to the case N = 2 where the matrix is considered as a single
phase. In the case of the actual composite with ellipsoidal voids the effective moduli denoted by
kﬂﬁ{;s(fe,w), ugﬁ{gs(fe,w), betiips (fe, w) and Meyips (fe, w) for clarity, are estimated by a linear scheme appropriate for voided
materials containing randomly oriented (spheroidal) ellipsoidal voids with the actual void volume-fraction f, (such as the
PCW scheme described in Appendix A). In the case of the fictitious composite with spherical voids, the void volume-fraction
fe is replaced by f; (which is the equivalent porosity to be determined) and the effective moduli, now denoted by
k?;,:“ ), u?;,;“ (fs), bspn (fs) and Mpn (fs) for clarity, are estimated by a linear scheme appropriate for voided materials with spher-
ical voids. The identification of the effective elastic moduli in the two composites (with ellipsoidal and spherical voids) leads
to the following two equations for a single unknown f;:

ket (fo, w) = ke (), IS (Feo W) = (IO (). (52)

Thanks to (16), the first equality in (52) implies the equality of the two Biot coefficients bejjips (fe, W) = bspn (fs). As for the Biot
modulus 1/M, there remains a small difference in the two moduli 1/Meips(fe, w) and 1/Mgp(fs) of the order of (f. — f;)/ko,
which is negligible in the examples that we have in mind (small void volume fraction and quasi-incompressible materials).
Therefore, the equality of the two elastic moduli implies, with a very good accuracy, the equality of the four poro-elastic
moduli.

Unfortunately, the two equations in Eq. (52) cannot be satisfied by a single porosity f;. Two “equivalent porosities” must
be introduced, f¥ to meet the first relation in (52) and f to meet the second relation

-

f f

e N

Fig. 10. “Equivalent porosities”: the effective elastic properties of the actual configuration (left, porosity f.) are identical to the effective properties of the
virtual configuration with spherical voids (right, porosity f;).
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ke (fe, w) = Koo (FK), e (fo, w) = pbSm (1. (53)

The effective moduli in the LCC containing ellipsoidal voids can be estimated by the upper bound of Ponte Castafieda and
Willis (1995), whereas the effective moduli in the equivalent LCC can be estimated by the Hashin and Shtrikman (1963)
upper bound (superscript HS). With these choices, analytical expressions for f¥ and f! as functions of f, and w can be ob-
tained (see Appendix E). To summarize, the mechanical problem for randomly oriented ellipsoidal voids is now translated
into a problem for spherical voids which is more amenable to analytical calculations. However, the aspect ratio w of the ob-
late cavities is not lost in this translation, since f¥ and f¥ both depend on w which remains one of the micromechanical
parameters of the model.

A N-phase extension of the model can be proposed for ellipsoidal cavities. First equivalent porosities f* and f defined as
in (53) are used. Second the effective poro-elastic moduli of the fictitious voided material with spherical voids are now esti-
mated using the N-phase estimate of Hervé and Zaoui (1993) and denoted by k;’z, w2, b and 1/M. To be specific, the effec-
tive moduli kgz, b and 1/M are estimated by the N-phase self-consistent scheme where a sphere containing a central void
with porosity f¥ is subdivided into N different phases. The volume fraction of the ith phase is denoted by f¥. Similarly, the
effective shear modulus u? is estimated by the N-phase self-consistent scheme where a sphere containing a central void
with porosity f¢ is subdivided into N different phases with volume fraction f/. The secant moduli and the second moments
of the strain-rate field in the phases are obtained by the relations (49) and (51). Finally, the (approximate) N-phase model for
randomly distributed ellipsoidal voids in a Gurson matrix can be summarized in the form of the following algorithm:

Initialization :  (&2), =E2, (&), =E%, i=2,....N
Iterations . Do until convergence on (&%), and (&), i=2...N:
kg) and ,“(()i) as in (51)
@2y, _ 1ok' (), 1 o @) g 20 0D (P OM (R (54)
m/i , H mT3f M ed 3l W of (n)
ko okl fl okl flT ok off ek
@2y _ 3N 1 M) 20 3D (P MY
o foowy "R oy T oy 3 o)
Enddo

As previously, a fixed point algorithm is used to solve this system of equations. The derivatives are computed numerically (by
difference quotients). All layers have the same thickness. The final result is clearly an estimate and the accuracy of this esti-
mate is discussed in the next section. Let us just mention that it has been checked in a separate study that this estimate does
not violate the two upper bounds (40) and (50).
Once convergence is reached the overall stress X can be expressed as
2 Edev

with

Zm = 3ky (f)Em — (Do — Do) (B(FF) = 1) = P Zeq = 3UEZ(f1)Eeq.

5.2.2. Comparison with upper bounds, saturated case

Fig. 11 shows that the predictions of the N-phase model does not violate the two upper bounds (40) and (50) at least with
the choice of parameters used in this figure. This was confirmed in a separate and more systematic study. Moreover, Figs. 11
and 12 show that, for purely deviatoric loadings, the N-phase estimate with N arbitrary is close to the two-phase estimate

L0

ol ‘\\'\"\‘:4»-..,% £.=0.02 |
S 06} NP0
\g
W 04

T Upper bound (50) “\
020 Upper bound (40) i
PN N-phase, N=21 Pl
0.0 0.5 1.0 1.5 2.0 2.5
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Fig. 11. Gurson matrix containing randomly oriented ellipsoidal voids. f. = 0.02, f, = 0.01, g; = q; = 1, w = 1/5. Drained case (p, = p, = 0). Comparison
between different predictions: upper bound (40) (dotted line), upper bound (50) (solid line), N-phase estimate (N = 21, dashed line).
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Fig. 12. Gurson matrix containing randomly oriented ellipsoidal voids. f. = 0.02, f, =0.01, g; =q;, =1, w=1/5. Saturated case p, = 0o, P, :%00.
Comparison between different predictions: upper bound (40) (dotted line), upper bound (50) (solid line), N-phase estimate (N = 6, dashed line).

(N = 2) which coincides with the variational upper bound. Similarly, for a purely hydrostatic loading it is close to the upper
bound obtained with the Gurson-like approach (40). Therefore, the N-phase model is close to the best upper bound at all
stress triaxialities.

5.2.3. Comparison with finite element calculations, drained case

The use of finite element simulations to assess the accuracy of the estimate (54) for general loading conditions would
require full three-dimensional computations performed on a unit-cell containing a large number of randomly oriented ellip-
soids. Such calculations are beyond our present computational capabilities. However, when the loading is purely hydrostatic
an accurate lower bound can be obtained by means of a simplified unit-cell calculation. Consider as in Fig. 4 an assemblage of
self-similar randomly oriented hollow ellipsoids which are identical copies, up to a dilatation and a rotation of a unit pattern Q.
Assume that this volume element V is subjected to a uniform hydrostatic stress X, on its boundary. It is claimed that a lower
bound for the limit load for X, can be obtained from the limit load for a single hollow ellipsoid to a uniform hydrostatic
stress. Indeed the stress field in the single hollow ellipsoid 2 can be continued by a uniform field X,i in V — Q and the result-
ing stress field is in equilibrium over V. The procedure can be repeated for all hollow ellipsoids in the assemblage, resulting in
a stress field which is in equilibrium in the whole volume element V and which satisfies the yield criterion in each hollow
ellipsoid. Therefore, the limit load for a single ellipsoid is a lower bound for the problem posed on the entire volume V. Fur-
thermore, the stress field is the same in each ellipsoid of the assemblage (after dilatation and rotation of the coordinates)
since the applied hydrostatic stress is the same in all frames attached to the ellipsoids. All self-similar ellipsoids have the
same limit load under hydrostatic stress, no matter their size and orientation. It is therefore sufficient to solve the problem
for one single hollow ellipsoid under hydrostatic stress and the corresponding limit load will be a lower bound for the limit
load for the whole volume V. The analysis of a single ellipsoid is further simplified by the rotational invariance of the problem
and can be reduced to an axisymmetric calculations. Typical meshes used in the FEM analysis of this problem are shown in
Fig. 13.

For simplicity, the FEM analysis is performed with a Von Mises matrix (f, = 0) to concentrate the attention on randomly
oriented ellipsoidal voids. The estimate of the Section 5.1.1 is carried out with the following coefficients for the LCC:

__ G0
3(\/(@))
Fig. 14 shows a reasonably good agreement between the FEM results and the model (estimate based on the N-phase model).

The FEM simulations are lower bounds to the predictions of the model except when the volume fraction of the large voids
becomes very small.

kY = 400 and ul = (55)

5.2.4. Effect of the two internal pressures on the effective flow surface

When the two populations of voids contain gases with two different pressures p, and p, in the small and large voids
respectively, the effective flow surface undergoes a change in center and in shape by comparison with that of the drained
material with same microstructure (but with p, = p, = 0). Very little is actually known on these pressures, both on their
dependence on the void size and on their scatter. Even their order of magnitude seems to be a subject of debate. Our model
allows for a parametric study to be conducted to assess the influence of these pressures.

When the two pressures are identical, p, = p,#0 it has been shown in Section 4.4 that the effective flow surface of the sat-
urated biporous material is simply obtained from that of the drained material by a shift —p,i along the hydrostatic axis. The
predictions of our model shown in Fig. 15 are consistent with this exact result.
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Fig. 14. Randomly oriented ellipsoidal voids (w=1/5) in a von Mises matrix (f, =0). Drained case (p, = p, = 0). Comparison between different

predictions: upper bound (40) (dotted line), upper bound (50) (solid line), N-phase estimate (N = 21, dashed line), FEM simulations (diamond).
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Fig. 15. Gurson matrix containing randomly oriented ellipsoidal voids f. = 0.02, f, = 0.01, g; = g, = 1, w = 1/5. Estimate of the effective flow surface based

on the N-phase model (N = 6). Comparison between the drained case (p, = p, = 0, dashed line) and the saturated case with p, = p, = g, (solid line).

However, this is no longer the case when the two internal pressures are different. Fig. 16 shows that in addition to a shift
along the hydrostatic axis, the effective flow surface undergoes a change in shape and in size. A similar effect has also been
observed by Dormieux et al. (2006). In particular the maximal shear (or equivalent stress) which can be sustained by the
material is lowered by a difference in internal pressures.

6. Conclusion

This study is devoted to a class of porous materials containing two populations of voids subjected to internal pressure.
The smallest intragranular voids are spherical in shape whereas the largest, intergranular, pores, are ellipsoidal and ran-
domly oriented. In this first part of the study, attention has been focused on the effective properties of these materials with
fixed microstructure. Our main findings can be summarized as follows:



500 P.-G. Vincent et al./International Journal of Solids and Structures 46 (2009) 480-506

1.0 r
f,=0.01
08l £.=0.02 |
w=1/5
S 06}
~
g
W 04 \\‘
; — Pe=Pp=0 \
A Y Pv=2 09, pe=0.5 09
""" Pv= 3 00, pe:O.S (o)
0.0 . H .
-1 0 1 2

Em / (o)}

Fig. 16. Gurson matrix containing randomly oriented ellipsoidal voids f, = 0.02, f, = 0.01, g; = q; = 1, w = 1/5. N-phase estimate of the effective flow
surface (N = 6). Comparison between the drained case (p, = p, = 0, solid line) and two saturated cases p, = 206y, p, = 10, (dotted line) and p, = 30,
P. =10 (dashed line).

(1) The analysis of Gologanu et al. (1994) devoted to aligned ellipsoidal voids in a von Mises matrix has been extended to
randomly oriented ellipsoidal voids in a Gurson matrix. The corresponding result is a rigorous upper bound for the
effective flow surface of the biporous material. This bound is sharp under hydrostatic loading.

(2) The variational procedure of Ponte Castafieda (1991) has been applied with a linear comparison composite with only
one phase for the matrix. The corresponding result is again an upper bound for the effective flow surface of the bipor-
ous material. This bound is sharp under deviatoric loadings.

(3) A N-phase model where the matrix is subdivided in subdomains has been proposed which matches closely the pre-
dictions of the two above upper bounds in the range of stress triaxialities where they are separately sharp.

(4) The effect of internal pressures has been discussed. It has been shown that when the two internal pressures coincide,
the effective flow surface of the saturated biporous material is obtained from that of the drained material by a shift
along the hydrostatic axis. However, when the two pressures are different, the modifications brought to the effective
flow surface in the drained case involve not only a translation along the hydrostatic axis but also a change in shape and
size of the surface.
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Appendix A. Ponte Castafieda and Willis (1995) linear upper bound for porous materials with randomly oriented
ellipsoidal voids

Ponte Castafieda and Willis (1995) have derived an upper bound for composite materials composed of a linear-elastic ma-
trix containing linear-elastic inclusions with a (spheroidal) ellipsoidal shape and whose centers are arranged in space accord-
ing to an ellipsoidal distribution. This bound involves two different P tensors, P' and P¢, corresponding respectively to the
shape of the inclusions and to their distribution (see Ponte Castafieda and Willis, 1995 for more details). When specialized
to porous materials (matrix with stiffness C containing ellipsoidal voids with porosity f.) this bound reads as

-1
YV =C+f, (1 —fe 7{[(131' -chH Pd) : 74[(1)!’ -chHT, (A1)
where the following notations have been used:

(1) I'is the fourth-order identity tensor in the vector space of symmetric second-order tensors.
(2) The two P tensors are related to the Eshelby tensors S' and $¢ associated respectively with the ellipsoidal shape and
with the ellipsoidal distribution of the voids:

P =Sw):c"' P =s'w):c",

where w and w? denote the aspect ratio of the inclusions and of the distribution, respectively. Detailed expressions of the
Eshelby tensors can be found in Mura (1987).
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(3) The symbol § denotes the average over all possible orientations. As shown by Gatt et al. (2005), this averaging corre-
sponds to a projection on the fourth-order tensors J and K which extract from any symmetric second-order tensor its
hydrostatic part and its deviator:

C:J
fc Pi(€) = oy + K“KK. (A2)

When the void distribution is isotropic (w? = 1, P¢ corresponding to spherical symmetry), the bulk and shear moduli k
and p"W are given by

PCW

PCW &
k- = e (A3)

with
ky = 2k,u{k(2fe + (=3 +A4f W) (=2 + W + W) +2(=1 +fo)W? (=1 —w? + 2wh)u
+ warccos(w) [2@(31«1 +fo+ (=1 +2f )W) + (=1 4+ fo)(~1 +4w2),u)—.9kwarccos(w)} },
ka = (=1 +w)(1+w){3f k(1 +2wW?)[k(2 + W?) + W? (] + 2W? u[3k(2 + W?) + 2 + 4w’ i)}
+Warccos(w){m[9fek2(l +2wW?) + 3k(—4 — fo + 4(1 + fo)w?) it + 4(—1 + 4w?) 2] + 18kwu arccos(w)}.
(A4)

The analytical expression of y"“V is too complicated to be given here. Since we are interested in rather flat intergranular
voids, a Taylor expansion at first order in w (for w small) can be performed. It should be noted that, for small w, f, is of
the same order as w. A change of variable can be done setting f, = a.w with

4 TC(b]) c

T3 (AS)

where N, denotes the number of cavities contained in V and b, is the long semi-axe of the ellipsoidal void (see Appendix B).
Then the Taylor expansion of u*W at first-order in w reads as

WV = (u(5625m*w? 3k + p)*(3k + 20)* — 962 (k + 214)(9k + 4p1)* (9k + 811) + 25f ,w(—81k* (800w + 9Im(4
+157w)) — 108k’ (37 + 5(304 + 457%)w) i — 54k*(—68T + 5(496 + 697> )w) 1> — 24k(—96T + 5(368
+ 4512 )W) 1® — 8(—48T + 640w + 4512w) ut))) /(925w (3k + 1) (3k + 20) + 8f . (k + 214)(9k + 41))?)
+o(w) (A.6)

Remark. The prediction (A.1) is an upper bound for the actual effective stiffness of the composite as long as f, < w.
Appendix B. Hollow ellipsoids

The inner and the outer boundary of the reference volume are two confocal spheroids (ellipsoids which are rotation
invariant around the z axis). Denoting as in Fig. 17 by a; and b; the horizontal and the vertical semi-axes of the inner spher-
oid (similar notation for the outer spheroid with index 2), the void volume-fraction and the void aspect-ratio can be ex-
pressed as

aq b2

. a .
b2 (volume fraction), w =L (aspect ratio).
a;

fe= b,

Since the inner and the outer ellipsoids are confocal, their focii are located on a circle of radius c given by

c:\/bf—a%:\/bﬁ—aﬁ.

Fig. 17. Notations for the hollow spheroid of reference.
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A family of confocal ellipsoids with horizontal axis a and vertical axis b, parameterized by a scalar 4, is introduced through
the following relations:
a=c sinhA, b=c coshi,
where /. varies between 4; and /;:
a, =c sinh4;, by=c coshly, a,=c sinhi;, b, =c coshj/,.

Then, one defines

_ac . (C . 2C e o _ _4_
R()V)f—b—2+Arcsm(E), Z(A)fg—ZArcmn(E), Ry =R(i2), 2y =Z(i2),| Q|5 a5,

. ab; 4 7mb(2a +b)
“*F> ](v)*§Tv (B.1)
Q)= g %' {b*[~1 + 6R(A)& + 3Z,8)* + 2a*[1 — 6Z,8 + 12R*(2)&2 + 1272 (7)&? + 9Z28% + 6Z(A)a(1 + 2R(A)a
—32,0)]}. (B.2)

Appendix C. Generalized N-phase self-consistent scheme
C.1. Linear elastic effective properties

Hervé and Zaoui (1993) have proposed a generalized N-phase self-consistent scheme where a spherical inclusion is sur-
rounded by N — 1 concentric spherical shells (see Fig. 6 left). The outer infinite medium, indexed by N + 1, is subjected to an
applied strain E at infinity. All phases are linear elastic and isotropic. The overall bulk and shear overall moduli are deter-
mined in a self consistent way, but assigning to the outer medium the (unknown) effective properties of the composite. This
scheme can be applied to the problem of a central void surrounded by N — 1 spherical elastic layers. The effective elastic
properties of the composite and the strain localization tensors A” can be explicitly expressed in terms of the elastic moduli
of the individual constituents and of the volume fraction of the phases. The reader is referred to Hervé and Zaoui (1993) for
full details, we limit ourself here to the derivation of the effective bulk modulus which turns out to be very similar to the
derivation of the effective Biot tensor and Biot modulus. The following notations will be used: the central void is phase 1
(i=1), R; denotes the external radius of the i-th layer, 1 <i < N, Ry is arbitrary, so that it can chosen equal to 1. Conse-
quently, f = ¢ = R}. The moduli of the ith phase (1 < i < N) are denoted by kg) and ,ug).

In a first stage, the part of the localization tensor A" corresponding to hydrostatic deformation is determined by
subjecting the infinite medium depicted in Fig. 6 right to a hydrostatic deformation i at infinity, the void being
stress-free. In view of the spherical symmetry of the problem, the displacement is radial in each spherical shell,
u = u,(r) e where u, is classically (in linear, isotropic elasticity) in the form u, = A;r + B;/r?. The unknowns (A;, B;)
in each layer solve an algebraic system obtained by requiring continuity of the radial displacement and of the traction
across the interface between the layers, by imposing an internal pressure p =1 in the void and a linear displacement
at infinity.

AiRi+£;:Ai+1Ri+&—+zl, 2<i<N, (C.1)
Ri Ri
) 4B, i+1) TR .

3ky'A; — -0 = 3ky VAL —"T, 2<i<N, (C2)
i i
(2)

3k2a, Mo B2, (C3)
R]
(N) HZ

BkgwAN — 4”}33 BN = 3ngAN+1 — % _ bg’zp’ (C4)

N N
Ani1 = En, (C.5)

where ki’ % and b are unknown and where in the purely elastic case (drained case) considered in this subsection p = 0

and E;;, = 1. The continuity relations in the solid phase (C.1) and (C.2) can be rewritten as

: _ayW
B; 3 k8>, ‘g‘o

A oo
JiRIM; =J;.1(R)M..,  with M.-:( ) L-(r)—( ) (C6)
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Therefore, the unknowns M;, 2 < i < N are related by
M, =HM,, H;=N;-...-Ny, N;=]J,;(R)"Ji(R).

Similarly, the three remaining relations can be written as (with R} = f)

Jn(Ry) -Hy_y - ‘Z(T)f =] (RN)~( ! ) (C.7)
N B, N+1 Byt

The above relations give two equations for the four unknowns B,, By,; and k’gz and pH? (which enter the definition of
Jn.1(Ry)). The missing equations are given by the self consistent condition. Hervé and Zaoui (1993) have shown that the con-
dition of self-consistency is equivalent to imposing that the average strain in the first N layers (sphere of radius Ry) coincides
with the strain at infinity. In the present situation self-consistency implies (¢,) = E;; = 1, or equivalently:

4%/ u-nds = 3, — 3. (C8)
STRy Jr=Ry
Taking into account the form of u and the fact that Ry = 1 and Ay.; = 1, the above relation gives that By,; = 0. Defining
L =Jy(Ry) - Hy-; the solution of (C.7) reads as

B, = 1

L1 )+L12

3ﬂ K2

Finally the effective bulk modulus can be deduced from the relation (C.4)

Ly + Ly,
HZ 3ﬂ<
3k, 7?2)

L 3ﬂ<2j + L12

The expression of the effective shear modulus p£? can be found in Hervé and Zaoui (1993).
It should be noted for further use in the computation of the Biot tensor that the localization tensor A" in phase 1 satisfies

, . B 3k§ +4uy
A Z A, A=Ay 2= o %Mo

4@ :
Ry 3ﬂ<82) (Ln 3;;# + L12>

C.2. Linear poro-elastic phases

The N-phase self-consistent scheme can be extended to linear poro-elastic phases. The Biot tensor B is given by the first
relation in (13):

bHZ B 3k(2) + 4,“(2)

3k0 <L11 3ﬂ<2 + L12>

The evaluation of the Biot modulus M requires the evaluation of i : @V which is the change in volume of the void when it is
subjected to an internal unit pressure with zero displacement at infinity. Due to the spherical symmetry of the problem, the
displacement is radial with the same form as in the previous subsection with two unknowns (A;, B;) in phase i. These un-
knowns solve the system (C.1), (C.2), (C.3), (C.4), (C.5) where now E,; = 0 and p+#0 and finally one obtains the following
two equations, for the three unknowns B,, By.; and b‘g"“’ (bgm“ is considered as unknown at this stage but it will be checked

that its final expression coincides with (C.9)):

oy R 0 0
JnRy) -Hyy - [ 37 73R | = Ju, (Ry) - ( ) + ( bHZp)' (C.10)
(]

— b

(C9)

)

BZ BN+1

The self-consistency condition implies By,; = 0. Finally,

. an 7 phom _ LyLip — L11L22 . (C.11)
3’(8 (L]l 57+ L12>
bHZ

3k82 (Ln 2, +L12>
For consistency, the expression of b,
following relations:

B, =

given in (C.11) should coincide with that given in (C.9). This is a consequence of the
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73kg) +4uY
r2
2
 3ky) +4uy

_ _ (2) (2)
det(HN_]) = W, L21L]2 — L]]Lzz = —det(L) = (3](0 + 4‘110 )

(i) (M)
det(Ny) = ko +4#k

det(J;(r)) = = W’

Finally,
. B 3k + 4p L 1
al =Ai, A=A+ R% T 31p<2> + 03 <2>H0 4 gp 3kY)
: ko fo (Lu 3;32) + L12> 0
and
AR S
M~ @ @ @ &
ke kg (Ln :;]:?2) + L12> 3kg
0

Appendix D. Hollow sphere made of a Gurson material under hydrostatic loading and internal pressure

The problem of a hollow sphere 2 made of a Gurson matrix, containing a stress-free central void (i.e. ¢ - n = 0 on the inner
boundary of Q) and subjected to hydrostatic tension ¢ - n = X;,n on its outer boundary has been solved by Perrin (1992). An
extension of this problem to the saturated case is proposed here. A hollow sphere Q2 made of a Gurson matrix with pressure
Dy, contains a central void with pressure p, and is subjected to hydrostatic stress. By the change of variable ¢* = ¢ + p,i, the
boundary conditions read as

Onip—qyPo—Pe Omp_py_2m D
AR PR AU

where a and b denote the inner and outer radii of the hollow sphere. Using the same change of variables as Perrin (1992),
u(r) = a;,/0¢ and v(r) = (o}, — 0.)/00, the yield function in the matrix can be rewritten as

v + 2f, cosh Gu+v>—1—fb2:0. (D.1)
The boundary conditions and the radial equilibrium read as
_Pv—Pe _Zm pp du_2v
u(a) = o u(b) = e +00, T T (D.2)

Assuming that the matrix is everywhere in the plastic regime, the yield condition (D.1) can be differentiated to obtain

2vdv + 2f, (%du+dv) sinh (%u+v) =0. (D.3)

It follows from the equation of radial equilibrium that du=2dr and from the yield condition (D.1) that

sinh Gu+v) = i\/(l +f2 —v2)* — 4f2/(2f,). The sign = is the sign of the hydrostatic stress (3u+v) in the matrix. This sign
is assumed to be the same throughout the matrix. Finally (D.3) writes

3_dr_ 2dv dv

T —er g Y >
which gives by integration between the inner and outer radii
23:(23 =P T2 (‘:)b) \/ 2 - 2 2 (B:3)
v (1 +fZ —v?)" —4f;
The boundary condition and the yield criterion at r = a give
v2(a) + 2f, cosh (% pb(;ope + v(a)) “1-f2=0. (D.6)

Similarly, the boundary conditions and the yield criterion at r = b gives

n 2 42 b
i—o = —IZ_—’; +§ (iarccosh (%) - v(b)). (D.7)
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The sign + in (D.7) is opposite to the undetermined sign in Eq. (D.5). The indeterminacy is resolved in the following way. First
Eq. (D.6) is solved and has two possible roots v(a). Then (D.5) is solved with these two values for v(a), this gives four possible
values for v(b) which, when incorporated in Eq. (D.7), give four values for the hydrostatic stress X,. Only two of them are
consistent with the assumption that 3u + v does not change sign in the matrix. The two admissible roots give the two purely
hydrostatic points on the yield surface. One of them is such that 3u(b) + v(b) and 3u(a) + v(a) are both positive and v(b) is
solution of (D.5) with + = -+. The other one is such that 3u(b) + v(b) and 3u(a) + v(a) are both negative and v(b) is solution of
(D.5) with £ = —.

Appendix E. Equivalent porosities

When the Ponte Castafieda and Willis (1995) and the Hashin and Shtrikman (1963) upper bounds are chosen to estimate
the linear effective moduli of the composite with ellipsoidal voids and of the composite with spherical voids, the two equiv-
alent porosities f¥ and f! solve the two equations

ko) = ko (), () = (). ED

These equivalent porosities depend not only on f, but also on the void aspect-ratio w and on the moduli of the matrix ko and
Uo- The matrix being almost incompressible (at least for small f, which is the case in the practical applications which we have
in mind), an additional approximation is introduced by considering k, to be infinite. Under this approximation, the equiva-
lent porosities f* and f} depend only on f, and w and write

f— 2f, (1 +2w?)[-2 + w? + w;‘/;r 3wv1 — w2arccos(w)) e iﬁ (£2)
3w[-2w + w3 +w> — 2(1 — w?)”’“arccos(w) + 3w(arccos(w))] sd
with
L — 4f (=1 + W) w(=1 +w?)*(—4 — 65W? — 44w* + 14w°) — 3vT — w2(—12 + 40w? — 83w*
+ 55w8)arccos(w) + 9w(—3 + 21w? — 26w* + 8wd)(arccos(w))® — 27w?V1 — w2(1 + 2w?)(arccos(w))’],  (E.3)
h = 25ww?(—1 + w?)* (=56 + 22w? — 9w* — 13w +2w?) — 2wv1 — w2(16 — 99w? + 119w* — 58S
+21w8 + w'%arccos(w) + 6(—1 + w?)*(4 + 19w? — 8w* + 3w®)(arccos(w))* — 18wv1 — w2(3 + 4w?
— 2w* + wP)(arccos(w))® + 27(W? + w)(arccos(w))*. (E.4)
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